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A-332

A.387

A<576

A997

A-1005

A-1111Q2)

A-1111(9)

A-1111(8)

U.8, Baval Gun Factory. Metallurgical and Testing Section
(M,H, Bradford).

PROTECTION OF ORDNANCE INSTRUMENTS BY BILICA-GEL, VAPOR
PRABE INHIBITOR AND BREATHER TVUBES,

Its Test Report No. 95447 (Novesber 1947) 17 p,

Baker, Hayward R,

PROPERTTES, FMAVAL UBES AND EFFECT ON NON-FERROUS METALS OF
VAPCR PHASE INHIBITORS VPI 220 AND 260,

V.8, davel Research lab, Report F-3047 /Ja=uzry 1947) 39 p,

U.8, Neval Air Material Center, Philadelphis, Pa,
Asronautical Msterisls lab. (P,A, Gelber),

REPORT ON COMPARISON OF PACKAGES FOR THE EVALUATION OF VAPOR
PHABE CORROSION INHIBITORS AS PRESERVATION MATERIALS,

Its Repart TED No, NAM k24506 (January 1548) 19 p,

U.8, Ressarch and Developwert Board, Committees on Ordnmance,
Panel on Ordnance Materials,

PROCEEDINGS OF PANEL ON ORDNANCE MATERIALS MEETING ON PRESERVATION
OF MATERIAL AND PACKAGING.

Decomber 1950, 125 p,

U.8. Naval Engineering Experiment S*tation, Annapolis, M4,
(Prenk B, Clarke and M.Q, Garner),

EFFECT OF SRELL VAPOR PRASE INFIBITOR OF STEEL ARD BEARING
METALS.

Its Report C-l461.B (August 1950) 22 p.

U.S, Areenal, Rock Islend, Il1, Ladorstory (L.H, Wagner),

TRE USE OF VOLATILE CORROSION INHIBITORS AB A PRESERVATIVE
MEDIUM POR LOWG TERM STORAGE OF ORDNANCE MATERIEL.

Jts Project TBS-1101C, Report 51-586 (March 1951) 39 p..

U.8. Areemal, Rock Island, Ill, labaratory (R.E. Johnson),

TR USE OF VOIATILE CORROSION INHIBITCRS AS A FRESERVATIVE
MEDIUN FOR LONG TERM OTORAGE OF ORDBANCE MATERIEL, ADDENDUM
III. RPOULIO AFTER POUR YRARS OP EXPOSURE,

Project TPS.1101C, Report 53-M9R21 (December 1953) 31 p.

U.8. Aresemal, Rock Island, Il1l. Ledboratory (R.E, Johnson),

TRE USE OF VOLATILE CORROSION INHIBITORS AS A PRESERVATIVE
MEDIUM POR LOWG TERN OTORAGE O7 ORDRANCE MATERIEL. ADDENDUM
IV, RESULIS AFTER FIVE YEARS OF EXPOSURE.

Project TPS-1101C, Report 5582 (Jenuary 1955) 32 p,
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A-1260 U.8, Wright Air Development Menter, Power Plane lab. (T.F,
Davidson),
SERVICE TEST OF SHELL OIL COMPANY'S VAPUR PHASE CORROSION
INHIBITOR,
Its Technical Note WCLP 53-91; ... ASTIA Doc. 6262 (March
1953) 10 p.
A-1303(15) U.8. Wright Air Dsvelopment Center, Directorate of Research.

Materials Lsd. (A.A. Mohavpt and R.K. Stern).
PACKAGIFG REQUIREMENTS POR BEARINGS, PART 15, THE PERFORMARCE
OF VULATILE COPROBIOK INETEITORS FOR PACKAGING ANTIFRICTION

BEARINGS
&gumm Repaz &t 53-38: |, . ASTTA Doo, UGE27 (Tulv 105L)
28 p.
A-1322 U.,8, Naval Research Laboratory (Haywerd R, Baker).

VOLATILE RUST INHIBITURS.
Its Repart k319 (March 195%) 19 p.

A-1385 U.8. Baval Gun Pactory. Engineering Dept. Engineering Research

and Evaluation Div. (M.R. Dyer and 7. McGee).

FIRST REPOGRT O THE VCI PROJECT RelB-201, INVESTIGATION OF
VOLATILE CORROBIUN INHIBITOR PACKAGING MATERIALS FOR
PROTECTING ORDFANCE PARTS AMD SUBASSEMBLILS FOR LONG
TERN STORAGE, REPORT OF OME YSAR STORAGE.

Its Test No. NGP-T-21-54, U.S, Buresu of Ordnance NAVORD
Report 9918; ... ASTIA Doc. 30487 (May 1954) 27 p.

A-1386 U,8. Saval Gur Pactory. Engineering Dept. Engineering Research
and Evalustion Div. (M.R. DKyer and T.M. McGee).
VCI TEST PROJECT ReiB-201, REPCRT OF NINETY DAY CYCLIC EXPOSURE
TROT FJOR INVEETIGATION OF VOLATILE CORROSION INHIBITOR
FRESERVATIVES .
Its Test No. BGF.T-21-54, U.5, Bureau of Ordnsnce NAVORD
“Report 9911, ... ABTIA Doc. 30M84 (April 19shk) 22 p.

A-1452 U.8. Arsory, Springfield, Mass. Research and levelopment Div.
(®.L. Kalehor and J, 8santo).
EPYicTe OF WOLATIIR CORROSION INAIBITORS UPON NONFERROUS
METALS. (FPIRET PARTIAL).
It~ “~vort BA-TR20-2299; U,8, Ordmance Corps Report ORDTX-1C;
" ABLIA Doc. #6650 (April 195%) 38 p.
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A-1635

A-1681

A-1682

A-1717

A-1753

A-1781

B-482

U,5, Naval Gun Factory. Engineering Dept. Engineering Research
and Evaluation Div, (A.M, Vogts and T. McGee),

SECOND REPORT OF VCI TEST PROJECT RelB-201, INVESTIGATION OF
VOLATILE CORROSION INHIBITOR PACKAGING MATERIALS FOR
PROTECTING ORDNANCE PARTS AND SUBASSEMELIES FOR LONG TERM
STORAGE, REPORT OF TWO YEARS STORAGE,

Its Test NGF-T-44-55, U.S, Bureau of Ordnanc. RAVORD 5093; ...
ASTIA Doc, 68858 (1955) 13 p.

LeMar, R.L.

AN ARALYTICAL METHCD FOR UREA AND AN EVALUATION OF VCI
MATERIALS CONTAINING UREA,

U.8. Arsenal, Rock Island, Ill. Taboratory Report Ske33ie,
U.8, Ordnance Corps. Project TB5-1101C, Report 7; ... ASTIA
Doc. 48397 (October 1954) 29 p.

Johnson, R.E., and R,L. LeMar.

AN EVALUATION OF ARALYTICAL METHODS FOR VOLATILE CORROSION
INHIBITORS .

U.8. Areenal, Rock Isiand, Ill, laboratory Report 53-267C,
U.8, Ordnance Corpe. Project TB5-1101C, Report 4; ..., ASTIA
Doc. 21305 (September 1953) 40 p.

Shkields, W.J., W,F, McTeague and A, Gallaccio,
EXPERIMENTAL LONG TERM STORAGE PROGRAM, COMPRERENSIVE REPORT FOR
PERIOD 1 JANUARY 1948 TO 31 DECEMBER 195k, PROJECT 2/198.

U.8, Prankford Arsenal, Philadelphis, Pa. Report R-1269 (June

1955) 87 p.

Wayne, ¥ .R.

EXPERIMENTAL PACKAGING OF THE CAL, ,3C Ml CARBINE IN VOLATILE
CORROBION INHIBITOR /(V.C.I.) MATERIALS,

U.8., Arsema], Rock Island, Ill. laboratory Technical Report
56-387, U.8. Ordnsnce Corps. Project TB5-1101C, Report 1°;
<<« ASTIA Doc. 89636 (Pebruary 1956) 25 p.

Jonrson, R.E.

THE UBE OF VOLATILE CORNOBION TKHIBITORS AS A PRESERVATIVE
MEDIUM FOR LOWG TERM STORAGE OF ORDRANCE MATERIEL, ADDENDUM
V. RESULTS AFTER SIX YRARS OF EXPFOSURE, _

U.8. Areemal, Rock Island, Ill. laboratory. Repart 55-k161,
U.8, Ordmance Corpe. Project TB5-1101C, Report 10; ..,
ABTIA Doc. 78467 (November 1955) 2& p.,

Gt. Brit. Dept. of 8Bcientific and Industrial Research, Chemi:al

Research Laboratory, Teddington,
APPLICATIONS OF BODIUM BENZOATE AS A CORROSION INHIBITOR,

‘ CHEMICAL NESEARCE LABORATORY.
T oo 0 BT CHRN
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B-573 Australia. Dept. .f Supply. Detence Standards [abs. (A.E.
Cox and B.C. K_ster).
VAPOUR PHASE CORROBION INHIBITORS.
Its Circular 16 (January 1954) 10 p.

C-1068 Nox-Rust Chemical Corp., Chicago, Ill.
THE NOX-RUST VAPOR WRAPPFR "HOW" BOOK.
May 1950. 16 p.

F-702 Weiler, W.
KORROBIONSSICKERE VERPACKUNG VON WERKZEUGEN, MASCHINENTEILEN
UND MASCEINEN {CORROSIONPROOF PACKING OF TOOLS, MACIINE
PARTS, AXD MACHINES (in German)].
Chem. Ztg. 76:402-406 {(June 1952) 7 p.

F-734 8chikors, Cerhard.
UBER DIE SCEWITZMASSERBILDURS AUS DER XATURLICHER FEUCHTISKEIT
VON PAPIER AUT VERPACKTEM EIBEN [ "SWEATING" OF PAPER ANI ITS
ENCLOSED TROR GOOD8 (in German)].
Werkstoffe u. Korrosion 4:81-86 (March 1953) 8 p.

F-835 Balezin, 8.A., and V.P. Baramnik.
[ INHIBITORS OF ATNOSPHERIC CORROSION (in Russizsc)!.
Doklady Akad. Bauk 8.8.8.R. 95:345-347 (March 1954) 3 p.

F-ok2 Fischer, Hellmuth.
mmma)!]m TNHIBITOREN [ INHIBITION AND INHIBITCKS (in
Oerman) ] .
Werkstoffe und Korrosion §:26-32 (Jsnuary 1959)

-1102 Paul, Verser.
SYSTRMATIBCER VERSUCER ZUR PRUFUNG DER KORRORIONS -VERHINDERKTEN
VIRKUNG VOR VPI AUP RINE RRINE VON GEBRAUCHLICHEN METALIEN
(SYSTEMA™TC INVESTIGATIONS TO TEST THE ANTICORROSIVE
EFTICACY OF VPI UPON A NUMBER OF COMMON METALS (in Sermrn)].
Verkstoffe u. Korrosion 7:189-198 (April 1956)

o

F-1211 Kreus, A.
USSR DAS VERBALSES VON SHELL V.P.I, 260 GRGENUMER NITROCELIULOBE-
IACKEN. 8. (IWFLURNCE OF SEELL VPI 260 ON NITROCELLULGHE
IACQUERS, 2. (4n Oerman)).
Pette Belfen Anstrichrittel 56:676-6T77 (Beptember 1ySe)
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3-162(1) Wachter, Aaro:.
NOTES ON VAPOr PHACE INHIEITORS OF OFMA LUl
Emeryville, Talif., Shel]l Development . {(Jume Ldwe - ¢,

5-3224 Anonymous.
RUST PREVENTION IN PACKAGING.
Patra J. 11(1):18-19 {Janaary lued; = ;.

5728 Wachter, Aaron.
VAPOR -PHASE INHIBITCRS,
Modern Packaging 72(«}:1u7«le® Decemper 1G45) 2 p.

G-4ipl Anonymous.
WHAT THE ARMED FORCES WANT.
Modern Packaging 22{+,:9-97 [(November 1t

5-5134 laQue, Frank L.
PREVENTION OF CORROGION BY MEANS OTHER THAN PROTETIVE
COATINGS.
Corroaion £:72-78 (February 19%C:

Fesu3e doover, 3.R., and Thomms Arba.
CAUSES AND CONTROL OF WHITE RUSTING UN ZIN. ZDATED SHEFTS,
SEPARATE American Iron ani Jteel Instic.te, New York, N,Y.
Techrical Tommittes Notivitles [ seu; p. Swilil

35741 Zusi, Charles ..
NEW DEVELOPMENTS IN Pa KAUIN: MATERIALS AND METHODE,
Speech before the Soclety % Industrial and Materials Handling
Engineers, Detroi+, Mich,, Oct. 5, i9y; Aiso putliished in
Fibre Containers 3&{11):lx:-10s, Nov. 1%y {1943 18 p.

3607 ¢ Fischer, Edwvard W.
A STARTLINC NOW DEVELOPMENT IN INDUSTRIAL PROTTCTIVE WRAPPING,
Industry 16(1):17-18,50,%2,56,56 (October 1350) « p.

5-€183 Foster, “ilbert,
VOLATILE CORROSION INHIBITORS; KEwW RUST PREVENTATIVES MAY
REVOLUTIONIZF ORDRAT™CE PATKAUING.
Ordnance S;15R.1AC /Sepe./Crt, 135 « .,
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G-6739

c-6308

G-6952

5~T7184

G-7217

G-7307

G-Tk0O

G-Th16

G-T473

G-7476

Ancnymo s,
METAL 1'~RTE6 CORROBION-PROOFED IN VAFOR ENVELOPEE,
Steel 128(11):100,103 (March 1951) 2 p.

U.8. Deterioration Prevention Committee. Corrosion Subcommittee.

MIRUTRS OF THE "SYMPOBIUM ON CCRROBION".

Jeld at the National Academy of Sciences, Feb. 3 & 4, 1949
(1951) 207 p.

Anonveous .
VAPOR CORROSIOR CONTROL.
Chem, Week 58(24):24 (June 1951) 1 p.

vsker, Eayvard R., and William A. Zieman.

IIQUID AND VAPOR CORROSION INHIBITORS.

U.8, Naval Research Lab. Report 3824; Lubtrication Eng. 7:117-122
(June 1951) 6 p.

Wachter, Aaron, T. S8kel sand N. Stillman.

DICYCLOEEXYIAMMONIUM NITRITE, A VOIATILE INHIBI™R FOR CORROSION
PREVENTIVE PACKAGING.

Corrosion 7:284-294% (September 1951) 11 p.

Joy, Kenneth E.
SHROUDE FOR MACHIN: TOOLS.
Modern FPlastics 29(2):98-99 (October 1951} 2 p.

Ripick, N.L.
WOAT'S NEW IN MILITARY PACKAGING BPECIFICATIONS?
Am. Peper Converter 25(11):9,52,54% (Nowember 1951) 3 p.

Reiniger, Scott H.
VPI JOINS FIGHT AGAL™T RUSBT,
Avistion Week 55(11):48-49 (September 1951) 2 p.

ADOnywous .
GPEASE COATING FOR RIFLES ELININMATED.
~.ach. Date Digest 16(12):5-6 (Decomber 1951) 2 p.

Anonywous .
DARRIER MATERIALS SBAL OUT CORROBION,
Steel 129(11):98 (Ssptewber 1951) 1 p.
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Ge7507

G-7527

G-7629

™
1

G~789C

- 8321

7 -8392

G-8946

3-951k

0'Keefe, Pnilip, Jr.
VOLATILE CRYSTALS PREVENT CORROSION OF PACKAGED BTEEL PARTS,
Materials & Methods 3u4(6):84-86 (December 1951) 3 p.

Anonymous ,
BOX TREATMENT TC REDUCE RUSTING,
Fibre Containers 35(5):71 (May 1950) 1 p.

Vooe, E,

COPPER AND COPPER ALLOYS; A SURVEY OF TECHNICAL PROGRESS DURING
1951,

Metallurgia 45:16-22 (January 1952) 9 p.

Strom, EQGO’ !»!ﬂ “illm HcJo Vernon.

THE PREVENTION OF CORROSION IN PACKAGING, I. THE USE OF SODIUM
BERZOATE AS A CORROBION.INHIBITOR IN WRAPPINGS. II, TEMPORARY
PROTECTIVES FROM RUBBER IATEX AND OTHER AQUEOUS DISPERSIONS,
11I, VAPOUR-PHASE INHIBITORS,

J. Applied Chem. (London) 2:166-184 (April 1952) 19 p.

Bennister, H.L.
VAPQUR PHASE INHIBITORS,
Research S:L2L<432 (September 1952) Y p.

Anonymous ,
NON-CORROSIVE GREASEPROOF WRAPPING MATERIALS.
Paper Sales 12(5):16-17,55 (May 1952) 3 p.

Lambrecht, R.C.
HALT PUBT IN PARTS SHIPMENTS,

Factory Management and Maintenance 111(3):148-149 (March 1953) 2 p.

Black, A.R., and Aaron Wachter.

LEFEATING CORROBION; VAPOR PHASE INHIBITORS PROVIDE EASY MEANS
OF PROTECTING STEEL FROM RUST.

Ordnsnce 37:1052-1054 (May/June 1953) 3 Pp.

Anonymous .
NEW USES FOR VCI [VOLATILE CORROSION INHIBITORS].

Modern Packaging 27(2):156-160 (October 1953) 5 p.
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G-95T4 Villiaee, A.E.
INPREGRATED PAPER AS AN ANTI-CORROSIVE.
World's Paper Trade Rev. 140:262,267-268,270 (July 1953) & p.

G-9T76 Wolfe, Willism R.
PACKAGED CORROSION LOSING T0 VPI.
8teel 133(17):132,134-135 (October 1953) 3 p.

G-10201 Barbron, John D.
BOW VCI BAS COME OF AGE,
Can. Peckeging 6(10):85-87,117 (Octcber 1953) & p.

G-10740 Howards and Some, Ltd., Ilford, Essex, Eng.
CRC. VAFOUR-PEASE CORROSION INHIBITCR.
Mackinery (London) 85:630-634 (September 195%) 5 p.

G-10Tk1 Baker, Hayward R.
VOLATIIZ RUST INHIBITORS,
Ind. Eng. Chem. 46:2592-2598 (December 1954) 8 p.

G-107593 Anonywous .
CEC. A NBW VAPOUR FEABE INHIDBITOR.
Corroeior Technol. 2:8 (January 1955) 1 p.

G-11129 Metional Associaticn of Corrcsion Englneers, Houston, Texas.
Technical Unit Committes T 3A on Corrosion Innibitors.
SOME CORRCBION INSIBITCRS. A REFERENCE LIST.
Publicstion 55-3; Corrosion 11(k):65-67 (April 1955) 3 p.

3-12620 cox, ‘.B., ‘m l.c. mt‘r;
VOIATILE CORROBION INHIBITORS.
Carrosion Preventioa and Comtrol 3{4):89-812,814 (April 1956)

G‘m%e P‘iﬂ, r-AC
CORROSICN OF PACKAGED ARTICLES,
Corrosion Technol. 3:191-193 (June 1956)

G‘law Ml) Toﬂo
CORROBION OF ALUMINIUN IN OONTACT WITH PAPER,
Brit. Faper & Bosrd Makers' Assoc., Tech. Bect., Proc. 36:499-

508 (Decewber 19%5)
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G«13003

P-1160

P=1590

P.1642

P.1828

P.2112

P-2236

P.2491

P-2k93

0lafield, E.A,

CORROBION OF CUTLERY IN CONTACT WITE PACKING MATERIAL,

Brit, Paper & Board Makers' Assoc., Tech, Sect., Proc, 36:1509-
534 (Decenber 1955)

8troud, Edward G.
IMPROVEMENTS IN OR RELATING TO PACKAGING,
Gt., Brit, Pat, Spec, 596,160; December 30, 1947, 2 p,

Lieber, Eugene (assignor to Nox-Rust Chemical Corp., Ill,),
CORROBION INHIBITOR FOR METALS,
U.8, Pat, 2,512,949; June 27, 1950. 2 p.

Schwoegler, Edward J., and Clemens A. Hutter (assignors to
Nox«Rust Chemical Corp., Tll,).

CORROGION INHIBITIRG COMPOSITIONS,

U.8, Pat, 2,521,311; September 5, 1350, 4 p.

Hutter, Clemens A, (assignor to Nox-Rust Chemical Co,, Ill.).
CARTON HAVING METAL CORROSION INHIBITING CHARACTERISTICS,
v.8, Pat, 2,534,201; December 12, 1950. 4 p,

Wechter, Aaron and Nathan 8tillman (assignors to Shell Development
Co., San Francisco, Calif.),

CORROBION INHIBITION WITH A MIXTURE OF INHIGITORS OF DIFFERING
VOIATILITY.

U.8, Pat. 2,577,219; December 4, 1951, 6 p.

Moore, Robert J., and Aaron Wachter (assignors to Shell
Development Co., San Francisco, Calif.).

VAPOR PHASE CORROSION INHIBITION,

U.8, Pat, 2,592,451; April 8, 1952. 5 p.

Vachter, Aaron erd Nathean Btillman (sssignors to Shell Development
Co., San Francisco, Calif.),

VAPOR -PEASE CORRGEION INHIBITOR,

U.8, Pat. 2,629,64G; February 2k, 1953. 3 p.

Wachter, Asron and Jathan Stillman (assignors to 8hell Developeent
Co., San Prencisco, Calif.).

VAPOR PEASE INRIBITORS OF CORROSION,

U.8, Pat. 2,630,368; Merch 3, 1953. 6 p.
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P-2667

P-2668

- P-26T2

P-2750

P-2809

P-2846

P-88%

P-309

Wachter, Aaron and Netkan Stillwen (acsignors to Shell Developaent
Co., San Francisco, Calif.),

COMPOSITICNE FOR PROTECTION OF METALS AGAIRST CORROSION,

U.8. Pat. 2,643,176; June 23, 1953. 7 p.

Wachter, Aaron and Nathan Stillmar (assignors to Shell
Devalopment Co., San Francisco, Calif.).

CORROBION INHIBITIOR.

U.S. Pat. 2,643,178; June 23, 1953. 3 p.

Wachter, Aaron and Nathan 8tillman (assignors to Shell Development
Co., San Francisco, Calif.).

VAPOR PHASE CORROSION INHIBITION OF METAILS,

U.8. Pat. 2,643,17T; June 23, 1953. 7 p.

Broyles, Al"in C. (assignor to Etandard Oil Development Co.,
'“ YOl'k, N.Y o)a . :

INHIBITING STORAGE TANK CORROSION.

u.8, Pat. 2,639,9T1; May 26, 1953. 6 p.

ScMr,)Chsrhn H. (assignor to the Cromwell Paper Co., Chicago,
m. *

CORROSION IWHIBITING PACKAGING MATERIAL AND METHGD OF MAKING.
U.8. Pat. 2,653,854; Beptember 29, 1953. 2 p.

K.V, 4o Bataafsche Petrcleum Maatscheppll, The Rugue, Neth.

VEREWIJZE VOOR HET BESTRIJDEN OF VOORKOMEN VAN CORROSIE VAN
MEDAALOPPERVIAKKEN, WERKWIJZE VOOR HET BEREIDEN VAN HIERTOE
IODORIEN, ALSMEDE CONROSIEVEREND VERPAKKINGAMATERIAAL
EN DB DOOR DEYE MIDOELEN MISCHERMDE METALEN VOORWERPEN [CORROSION
INHI®ITONS ).

Beth. Pat. 7137“‘ Deceuber u. 19520 9 Pp.

Fewschwander, Wilfrid V. (assignor to Shell Developwent Co.,
San Francisco, Calif.).

CORROSTION INNIBITION WITE NTTROMENSALDERYDSS.

U.5. Pet. 2,662,808; Decesber 15, 1953. 3 p.

¥.V. s Dataafsche Petroleum Jaatechappij, The Bagus, Neth.

VERXVIJIE TSR VERVAARDICING VAN MATSRIAAL, IN NET BIJTLOWDER VERMK-
KINGSHATRRIAAL, DAT CONROSIIWERINDS DAMPIN AFGEEFT (METHOD FOR l
PRODUCING A MCKING MATERIAL TWAT GIVES OFY CORROSION INNIBITING
VARORS ] .

Neth. Pat. 73856; Jenuary 15, 1954, 2 p. I
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P-3bhés

P-3564

P-3587

pP-3688

P -804

p-387h

P-4p02
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Marshall, Hary B., and William Russell Bemnett (assignors to
the Dominion Cellulose Ltd., Toronto, Canada).

PRODUCTION OF ANTITARNISA WRAPPERS.,

U.8, Pat. 2,709,653; May 31, 1955. 3 p.

Wachter, Aaron and Nathar Stillman (assignors to Shell Developuent.

Co., Bmeryville, Calif.).

SHEET FOR PROTBCTION OF NETALS FROM CORROSICN AND METHOD OF
ml

U.5. Pat. 2,717,843; Septer’ r 13, 1957. 7 p.

Wachter, Aaron and Robert J. re {assignors tc Bhell Development

Co., Ban Francisco, Calif.).
SHEET WRAPPING MATERIAL CONTAINTNG NITRCPHEROL CUMPOUND.
J.8. Pet. 2,717,196; Beptember 6 1955. U p,

Wachter, Aaron and Thurston Skei (sssignors to 8hell Developaent

Co., San Francisco, Calif.).
VAPOR -PHASE CCRROSION INHIBITION WITH A NMIXTURE OF INHIBITORS.
U.S. Pat. 2,711,360; June 21, 1955. 3 p.

Kalinowski, Lester W, (assignor to Sinciair Refining Co., New
York, N.Y.).

CORROSION INHIBITOR CONTAINING ALKAROYLOXYACETIC ACID AND
METHOD OF UBING SAME,

U.S. Pat. 2,731,324; January 17, 1956. 3 p.

Senkus, Murray (assigror to Daubert Chemical Co., I1l.}.

COMPOBITION AND SEEET NMATERIAL FOR INHIBITION OF CORROGION OF
MWEITALS,

U.8. Pat. 2,739,872; March 27, 1956. 3 p.

Oray, Daniel (assignor to Oneids Ltd., Oneida, N.i.).
ANTITARNISH WRAPPERS,
7.8, Put. 2,749,210; Jume 3, 1956, 3 p.

Bleaklsy, William Y. {assignor to Kaiser Aluminum & Chemical
Corp., Oakland, Calif.).

ARTICLES AND METHODS FOR USE WITH METAL SURFACKS.

u.8., Pat. 2,75%,167; July 17, 1956. 6 p.
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P-h053

P-k161

. PDL-30731

PDL-30768

PDL-30939

- PDL-30986

PDL-31146

PIL-31220

Lothringer, Robert L. (assignor to Binclair Refining Co.,

Nev York, K.Y.).
PROCESS AND SHEET PACKAGING MATERIAL FOR IENIBITING CORROSION.
U.8. Pat. 2,756,120; July 2k, 1956. 3 p.

Wachter, Aarca and Nathan Stillwsn (assignors to Shell
Development Co., Bmeryville, Calif.).

CORROBION INHIBITION.

U.8, Pat. 2,752,22); June 26, 1956. 5 p.

Rhodes, C.A.
CYCLOEEXYLAMINE CARBONATE AS A VOIAYILE CORROSION INHIBITOR.
Corrosion Prevantion and Comtrol M(h):37-39 (April :357)

U.8. Baval Civil Engineering Research & Evaluation Lab., Port
Husnoms, Calir.

PROCREDIRGS OF STMPOBIUM ON PRASERVATION FOR MOBILIZATION
TOQUIRDENS, 23,24,25 OCTOBER 1956.

[no‘c) m P

Turzbull, R.D.

PRIVENTION OF CORROSION IN PACKAGING AND STORAGE. SOME METHODS
OF TEOTING OF PACKAGING MATERIALS.

Chemistry & Industry 15:8h6-451 (April 195T)

Wayns, F.B.
KXFIRDENFML PACKAGING OF THB CAL. .30 )MI CARBIIR IN VOLATILE

COMROSION INNIBITOR (V.C.I.) MATERIALS.
U.8. Arsemsl, Rock Ialand, Ill. labd. Technioal Report 56-T709;
(1133. Ordmance Corps Project 793-1101C, Neport 2 (March 19%6)
p.

Laspert (Carl) Co., Milwsukee, Wis.
VOLATIIE FUBT INNIBITOR DISC I8 KBY 70 MV NCEAGR FCR MBETAL

MRS,
Ind. Pachaging 3(5):18-19 (Beptewber 1957)

Raamel, C.L.

EFFICT OF WEATI.e CORNOSION IIMIBITORS OF WARIOUS MEDALS AXD
FILED rTICE,

U.8. Prenkford Arsemal, Philadelphia, M. Report ®-1364; U.8,
Ordomooe Corpe Project T95-1101; ... ABTIA Doc. 121151

(Decewber 1956) 33 p.
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PDL-31417 Cox, A.B., and E.C. Kuster.
VULATIIE CORROSION INNIBITORS FOR PROTECTIVE PACKAGING.
Austrealia. Dept. of BuppJ.y Defence Stundards Labs. Report 223
(Pedruary 1956) 10 p

PDL-31559 Petrik, Karl.
VERFARR®Y ZUR HERBTELLUNG VON ALS VERPACKUNG VON METALLSN
DIENENLEN MATERIALIEN, INSPESONDERE VON PAPIER BZW.
PAPTERARWLICHEN PASERSTOFFEN [ANTICORROSIVE WRAPPING MATERIAL).
Austria Pat. 188204k; Jenuary 10, 1957. 2 p.

PDL-316Tk Al<Con Chemical Co., Nev Orleans, la.
&WW“UMW[WM@I@W INCREASES
PROFIIS,
[n.d.] & p.
PDL-32462 Callavay, 8., and D. Crichton.

TOXIC EFFICTS OF CYCLOMEXYIANINE W, A VAPOUR PHASE
CORROBION INEIBITOR.

Gt. Brit. Chemice\ Defence Ex erimental Eaubluhnnt Porton.
Tech. Paper 599; ... ASTIA Doc. 132135 (April 1957) 6 p.

PDL-326T3 Rowden, 8.
VAPOUR-PEASE CORROSION INHIBITORS.
Corroeion Techmol. 5:117-121,126 (April 1958)

iDL-32784 Krieg, Abradaa {assignor to the Cromwell Pnpor Co., Chicago, m.).
VAPOR-PEASE CORROSION INEIBITOR AND WRAPPING NMATERIAL CONTMAINING
SAME .
U.B. Pat. 2,829,945; April 8, 1958. 2 p.

PDL- U.8. Tave. Gum Pactory (E.W. Ritter and 8.8, Cole).
CADALYTIC EFFECT OF VAPOR CORROBION IMHIRITURS ON THE OXIDATION
OPABILITY AND CORROSION BEHAVIOR WITE METALS OF ORDRANCE LUBRI-
CANTS,
Its Technical Report RGP -T-22-57, U.S, Bureau of Ordmance
T MAVORD Report 5513; ... ASTIA Doc. 137884 (1y56) 18 p.

PDL-32880 Burke, Bvelyn 8.
™ o&nrmm OF CERTAIN BARRIER MATERIAIS VITH W1 MATERIALG.

U.8. Arsemal, Rock Island, Ill. Lab. Repart 57-1298, U.S.
Ordnsnce Corpe. Project TB4-6T2, Report 2; ... ASTIA Doc.
1395¢h (June 1957) 35 p
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PDL-33171

PDL-33307

POL-33579
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PLL-3M068

PDL-3MTTS
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LeMar, Ralph L.

VC1 OIlS, PROPERTIRS AND FROPOBED QUALITY CONTROL TESTE,

U.8. Arsemal, Roock Island, Ill. ILad. Repor*t 58.1603; U.8.
Ordnance Corps Prcject T85-6010; U.8, Office of Technical
Services Publ. Boserd PB151122; ,., ASTIA Doc, 211560
(June 1958) 59 p.

Ksleber, R.L.

EFFECT OF VOLATIIR CORROSION INMIBITORS ON NURJERROUB METALS,
SECOND PARTIAL.

U.8. Armory, Springfisld, Mass. Research & Development Div,
Report 8A-Tr-20-2307, U.8. Ordmance Carps. (RUTX-10; .,.
ADTIA Doc, 0956 (June 1957) 15 p.

Jotnaon, Robert B. |

THE USE OF VOLATILE CORROBION INNIBITORS AS A PRESERVATIVE
EDIUM FOR LOWG TERM STORAGE OF ORDBMANCE MATERIEL: ADDENDUM
VI KESULSS APTER ZIGE? YMARS OF KXPOSURE.

U.8, Arscmsl, Rock Islend, Ill. lad. Repors S8.1391; U.8,

Ordnance Corps. Project T95-6010 (Jume 1958) 36 p.

- Ross, Frenk and Charles Mellick (aseignors to Dearborn

Chemical Co., Chicego, Ill.).
VAPOR-PRASE CORROSION INNIBITION.,
U.8. Pat. 2,808,298; August 19, 1958. 6 p.

Orchard Paper Cc., 8t. Louls, MNo.
TARNISKIEG OFf FEAROUS ARD FORFSRROUS METALS.
[n.s.) 62 p.

Mxrens, R.1L,
SIX-YBAR OTURMAGE PROGMM TESTS, MCIAGED ITDE.

‘ UC’. m’ m m' mo mo m‘ 5”36" U...
Ordnance

) Corpe. Project ToA-0061, Report 6D (February 1959)
1177 p.

U.8. Arseoal, Rock Island, T1l. Leb. Repors 58-283%; U.S
 Orémanoe . Project T95-6010; ... ABTIA Doc. 211463

(Cotober 1958) 114 p. |

Leiar, Malgh L.

DPFBACTIONS SCIVEEN PXR VOLATILE CORRJSIN INEIBITORS,

U.8. Areemal, Nock Island, I11. lab. Report 57-2887; U.S,
Ordmance Corps. Projost T38-6010; ... ABTTA Doc. 156085

(Decssber 1957) 43-p.
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PDL-35013

PDL-25156

PDL-35280

PDL-35731

PDL-35758
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PDL-36004

PDL-36125
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Fennell, T.R.F.W.

mmmcr OF VAPOUR PHASE INHIBITORS ON THE CORROSBION OF

Gt. Brit, Royal Aircraft Establishment, Farnborough. Tech.
Note. Chem. 1328 (June 1958) 10 p.

Anonywous .
RUBBIAN WORK O IMHIBITORS.
Corrosion Technol. 61169 (May 1959)

Perciantseva, V.P., and I.L. Rozenfel'd.

(LABORATORY METHOD FOR STUDYING VOIATILE INHIBITORS (in
Russian)].

Zavodskays Lab. 24:832-836 (July 1958)

Auonywous .

SODIUN BENZOATR: KXY 70 MW GROWTE IN SPECIALTY PAPERS THAT
9TOP RUST AND NIIDEN,

Chem. Week 85(£):12 (August 1959)

Monssnto Chemical Co. Organic Chewicals Div., 8t. Louis, Mo.

SODIUM BENFOATE: POR PRODUCTION OF CORROSION-IRNIBITING
WRAPPING PAFER AND FUNGISTATIC PAPERBOARD.

Its Chewical Specialties Dats Repart C8-11 (April 1959) 9 p.

Mustin, Gordom 8.

TVALUATION OF YOLATIIE CORROSION INHIBITORS FOR PRESERVATION
AND PACKAGING., PART 1. LITERATURE SURVEY ARD PRELIMINARY
TNVESTICATION.

Congumr labs., Inc., Chicago, Ill. Repart 9927 (January 1958)

3 p.

Cavallaro, Leo and Giorgio Mamtovani.
(XEW ITNVESTIGATIONS ON VAPOR PHASE INHIRITORS (in Jerman
vith English summry)].

Verkstoffe u. Korroeion 10:422-425 (July 1959)

m 'J' ’
mﬁlmmmmmamnumm IKH IBITOR

(VCI) TREATED PACKAGING MATERIALS FOR PROTECTION ORDBANCE
PARTS AN SUPASSHMELIES FOR LONG TERN STORAGE.
U.S. Baval Weapons Plant. Report WWPW.T-18-57 (WMGF-T-57);

0,8, Bureay of Ordnescs MAVORD Hepwet 5505 (Boveaver 1555) 22 p.
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PDL-36968

FDL-37076

PDL-3T079

PDL-37567

PDL-37651

| POL-38M13

Sexton, 8.8.
VAPOUR-PHASE IMMIBITION OF ATMOSPEERIC CORROSION.
Corrosion Technol. 7:147-150,162 (May 1960)

Murray, Wallsce J. (assignor to Arthur D. Little, Inc.,
Cesbridge, Mass.).

VAFCR PEASE CORROSION INHIBITION,

U.8. Pat. 2,914,424; November 24, 1959. & p.

Anonymsous .
VIAT'S MV VITE VCI PAPERS?
Ind. Paciaging 5(12):36,38 (Decewder 1959)

Wachtar, Aaron and Rita Vie’and (essignors to Shell 01l
Co., Bev York, N.Y.).

CORROSION - AND PUNOUS -DEKIBITING CONPOBITION.

U.8. Pat. 2,983,909; July 5, 1960. S p.

Piskorekii, B.B., ent B.N. Il'ina.
{PROEBCTIVE ACTIOR OF WLATIIZ INEIBITORS AND ANTICORROSIVE
GIRASRS ln TROPICAL IMFERMTURE AND EICN NUODITY (in

Shar. nm.i. s, 32:138-141 (Jeavary 1959)

Golyaaitekii, O.I.

(VOLASIIZE DNNIBITCR FOR PREVENTING ADOSPNIRIC CORROSION OF
PEROUS AID NOISTRNOUS MEIALS (ia Russisa)!.

U.8.8.R. Pat. 124,907; Decemder 29, 19%9. 2 p.

&l. J.

VERTRAGLICEKEIT VOB LACKEN MIT VPI-PAPIER [COMPATIBILITY OF
MINTS VITE YPI MPRR].

Parbe u. lack, §31510.511 (Seprewher 19%%)

Shark, Esansth V., sad J.B. Roberte.
mwmnmwmmm
x Nesearch & Develcpment Di
U.. m (] e Ve
ml‘-lm xf'ln!bh oo ASTIA Doo. $3349

(agri) 19%6) 32 ».

Belesin, 8.4,

Uohouye Sapiski, Joshov. Gosusaret. Pedagog. Iasy. im. V.I.
99(6)199-107 (1957)
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PDL-38766

PDL-391T7

PDL-39kA2

®DL-40T39

PDL-41069

PDL-41358
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U.,8. Cffice of Technical 3ervices.
CORROSION (TEN YEAR BIBLIOGRAPHY).
l_tl B8elective Bibdbliography 401 (Decewer 1959) 39 p.

Ennis, Jc):hn L. (assignor to Arthur D. Little, Inc., Cambridge,
Mass.).

CORROBION INHIBITORS.

U.8. Pat. 2,947,599; August 2, 1960. 3 p.

Zawmdzki, Jerzy.

(EVALUATION OF PROTECTIVE PROPERTIES OF VAPOUR PHASE CORROSION
INEIBITORS (in Polish with English summary)].

Prace Inst. Mech. 8(28):1-13 (1960)

Bottenroth, Bestrix.

UBER DIR VERPACKUNG VON WEISSBIECHDOBER IN VPI-PAPIER [PACKAG.XG
OF TIN CANS IN VPI-PAPER (in German)].

Verpackungs -Rundschau 11:367-368,370 (May 1960)

Maxtovani, Giorgio.

RICERCHE SULIR CARATTERISTICHE E CONDIZIONI DI IMPIEGO DEGLI
INTBITORI IN PASE VAFORE [CHARACTERISTICS AND CONDITIONS OF
USE OF VAPCR-PHASE INHIBITORS]).

Gass. Chimi. Ital. 89:1687-1690 (July-August 1959)

Raifsnider, Philip J. (assignor to Shell 01l Co., Mew York, K.Y.).
VAPOR PEASE CORROBION INHIBITION.
U.8. Pat. 2,986,87; May 30, 1961. 2 p.

Johnson, Robert B.

THE USE OF VOLATILE CORROBION INHIBITORS AS A PRESERVATIVE
NEDIUN FOR LONG TERM STORAGE OF ORDEANCE MATERIEL. ADDEXDUM
VII. RESULTE AFTER TEX YEARS OF EXPOBURE.

U.8, Arsemal, Rock Island, Ill. Lab. Repart 5£1-54k; B 171516
(Fenruary 1961) 49 p.

Le Bolt, Joht M., and Btanley W. Drigot (sssignors to the Cromwell
Paper Co., Ill.;.

CORROSION -IMEIBITOR PACFAGING MATERIAL.

U.8. Pat. 3,007,767; Zovember 7, 1961. 6 p.
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Rogenfel'd, I.L., V.P. Persiantleva, P.B. Tereat'ev and
M.N. Pclteva.

{MECBANISM OF CORROBICN PROTECTION OF METALS BY VOLATILE
INEIBITORS, I. EFFECT OF CHEMICAL COMPOSITION AND STRUCTURE
CF ORGANIC COMPOUNDS ON THRIR CAPACITY TO RRTARD CORROSION
PROCESSES (in Russian)].

Zhur, Priklsd. Khim. 34:2047-2056 (1961)

Rosenfel'd, 1.L., M.N. Polteva and V.P. Persiantseva.

[ PRYSICO-CHEMICAL PROPERTIES OF THE VOLATILE CORROSION INKIBITOR
DICYCLOHEXYLAMINONITRITE (in Ruzaian with English summary)].

Zhur. Fis. Khim. 35:1474<1077 (July 1961)

Rosenfel'd, I.L., M.¥. Polteva, V.P. Persiantseva and P.B, Terent'ev.

[MECBANIBM OF CORROSIOX PROTECTIUN OF METALS BY VOLATILE IANIBITORS,
II. VAPOR PRESSURE OF VOLATILE INHIBITORS (in Ruasian)].
zZhur, Priklad. Khim. 34:2056-2061 (September 1961)

Rauschert, Manfred.

TROPENVERSUCHE MIT VPI-MATERIALIEX [TROPICAL TXPERIMENTS WITH
VPI-MATERIALS]. '

Fous Verpacikung 15(2):142-147 (February 1962)

Delroot, James.

ENCINE CORROSION STUDY.

U.S, Detroit Arsemal, Center Line, Mich. Ordrence Tank-Automotive
Command. Research & Enginesring Directorats. Engineering
Div., Fimal Report of Phase I (Juns 1962) 55 »p.

Mumm, Howverd H., and Williaa 8. Grimes.
PROTECTIVE PAPERS FOR CORROSION OF IBTALS,
Tappi 45(8)1120A-131A (August 1962)

Anonymous .
VOIATILE CORROSION TNHIBITORS: A REPORT.
Packaging 30(8) 13840 (August 1962)

Pridutsky, G.
INVESTIGATION OF PACKAGING METHODE ARD SUBMETHODS WITH VOLATILE-

CORROSION-INRIBITOR,
U.8, Armory, Springfield, Mass. Research & Development Div,

Report Ko. BA-TR20-2313 (August 1962) 46 p,
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Anonymous .
CORROSION-PREVENTIVE PACKAGING.
The Container {London) 88:18-19 (January 1963)

Alloyd Electronics Corp., Cambridge, Mass. (Iwan Merinow,
Charles A. Gellar and Robert Bakish).

ALL-PURPOSE PLATING APPARATUS FOR RESEARCH ON VAPOR PHASE
COATINGS.

U.,S. Dept. of the Air Force. Aeronautical Systems Div.,
Wright-Patterson AL Force Base, Ohio. Technical Documentary
Report 62-49G; ... ASTIA Doc. 2 2 (September 1962) 23 p.

Johnson, Robert E,

1HE USE OF VOLATILE CORROSION INHIBITORS WITH FERROUS AND
NONFERROUS METAL FINISHES,

U.SL Arsenal. Rock Island, Ill. Lab. Report 53-1836 (May 1963)
T P

Anonymcus.
MOIERN TRENDS (l). INHIBITORS.
Corrosion Technol. 10:127-129 {May 1963)




